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TAJ VELVET & SILK MILLS. oy ™
61 INDUSTRIAL ESTATE, NUNHAI i/
AGRA-282006 {2
INDIA EA
CONTACT PERSON ; RAVI VERMA s
THE FOLLOWING SAMPLE(S) WASWERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS :
SAMPLE DESCRIPTION THREAD
COLOUR MULTI COLOR YARN
COUNTRY OF ORIGIN INDIA
SAMPLE RECD ON 1111172010 TEST STARTDATE 12/112010  TESTENDDATE  13/11/2010

2$T(S) REQUESTED FIBRE CONTENT
per pro SGS Ir:clia Private Ltd.
Authorised Si Gl

@adadhar PEnd®
Executive
{
JOE No. : 1041884846 Page 10f2 Conirol No 1415220162

Ths document is lssued by ihe Compeny under fs General Condiions of Servics printed ovefleof or avalable on retles and accessisle at
Attp-{iww $gs.comiterms._and_conditions him and Terms and Conditions for electronic documents s sgs.comiterms_e-document him. Atlention is drawn to the limitatian of
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RESULTS

FIBRE CONTENT

In accordance with 96/73/EC,as amended by 2008/2/EC
Directive 2008/121/EC for textile names

SILK 100%
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